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Abstract. In this paper, we investigate the magnetic properties of Fe50Co50 polycrystalline thin films, grown
by dc-magnetron sputtering, with thickness (t) ranging from 2.5 nm up to 100 nm. We focused on the magnetic
properties of the samples to highlight the effects of possible intrinsic stress that may develop during growth,
and their dependence on film thickness. Indeed, during film deposition, due to the growth technique and growth
conditions, a metallic film may display an intrinsic compressive or tensile stress. In our case, due to the Fe50Co50

magnetolastic properties, this stress may in its turn promote the development of magnetic anisotropies. Samples
magnetic properties were monitored with a SQUID magnetometer and a magneto–optic Kerr effect apparatus,
using both an in–plane and an out–of–plane magnetic field. Magnetoresistance measurements were collected, as
well, to further investigate the magnetic behavior of the samples. Indications about the presence of intrinsic stress
were obtained accessing samples curvature with an optical profilometer. For t ≤ 20 nm, the shape of the in-plane
magnetization loops is squared and coercivity increases with t, possibly due to fact that, for small t values, the
grain size grows with t. The magnetoresistive response is anisotropic in character. For t > 20 nm, coercivity
smoothly decreases, the approach to saturation gets slower and the shape of the whole loop gets less and less
squared. The magnetoresistive effect becomes almost isotropic and its intensity increases of about one order of
magnitude. These results suggest that the magnetization reorientation process changes for t > 20 nm, and are
in agreement with the progressive development of an out-of-plane easy axis. This hypothesis is substantiated by
profilometric analysis that reveals the presence of an in-plane compressive stress.

1 Introduction

Fe50Co50 (FeCo) alloys are technologically important both
for their high saturation magnetization and spin polariza-
tion factor [1] and for their possible application in mag-
netic devices, with perpendicular magnetization, as well
[2]. However, FeCo is highly magnetostrictive and suscep-
tible to stress-induced anisotropies. Indeed, the presence
of compressive or tensile stress may result in an additional
source of magnetic anisotropy, thus affecting the magnetic
structure of the sample [3]. In particular, besides being in-
duced by mechanical strain [4], the presence of an intrinsic
stress may be favored by growth conditions [5]. In this con-
tribution, we present the magnetic and magnetoresistive re-
sults obtained on FeCo polycrystalline thin films grown
by dc-magnetron sputtering in Ar atmosphere as a func-
tion of FeCo thickness; these films were studied in view
of their possible application in spin-valve or single-film
devices that couple magnetoresistive and magnetostrictive
properties. In more detail, we investigate their magnetic
and magnetoresistive behavior to point out the possible ef-
fects of magnetic anisotropy due to intrinsic stress states.

2 Experimental

The FeCo layers were produced with a dc-magnetron sput-
tering apparatus using a Fe50Co50 composite target. They
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were deposited on naturally oxidated Si(100) substrates at
room-temperature in a 1.3 Pa Ar atmosphere with a sput-
tering rate equal to 0.02 nm/s. The substrates were rotated
during growth to obtain a uniform thickness and the sam-
ples were covered with a 5 nm Cr overlayer to prevent them
from oxidation. The FeCo films thickness ranges from t =
2.5 nm up to t = 100 nm. Magnetization (M) measurements
were performed at room temperature with a Quantum De-
sign SQUID magnetometer. The data were collected with
an external magnetic field (H) applied both parallel and
perpendicular to the samples surface. The magnetic prop-
erties of the samples were also investigated with a magneto-
optic Kerr effect (MOKE) apparatus using the longitudi-
nal MOKE configuration, to sense the H dependence of
both the M in-plane components, the parallel to H and the
perpendicular to H (transverse) one, and the polar config-
uration, to collect out-of-plane loops. Magnetoresistance
(MR) data were collected at room temperature with the
4-probes method in the Van der Pauw configuration. The
measurements were performed in different configurations,
namely with the current both parallel and perpendicular to
H, so to single out anisotropic and isotropic contributions
to MR. The structural characterization was carried out in
Bragg geometry (Cu Kα radiation, λ = 0.154 nm) with
a high-resolution x-ray diffractometer (X’Pert Pro MRD
XL PANalyticalTM). The change in substrate curvature in-
duced by FeCo thin films deposition was measured using
an optical profilometer (VEECOTM NT1100) with 1 µm
lateral and 1 nm vertical resolution. The profilometer is
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Fig. 1. MOKE longitudinal loops collected on FeCo samples hav-
ing thickness ranging from 2.5 up to 20 nm.

equipped with a stitching system that allows scanning over
an area as wide as 10 × 10 cm2.

3 Results and Discussion

The MOKE hysteresis loops recorded for 2.5 nm ≤ t ≤ 20
nm are presented in Fig. 1. As a function of t, the shape of
the loops does not undergo remarkable modifications, but
the value of the coercive field (HC) increases with t up to t
= 15 nm. The SQUID magnetization loops for the samples
with t = 50 nm and t = 100 nm are shown in Fig. 2(a). In
this case, with respect to the thinner samples an increase
of saturation field is observed. This change is confirmed
by MOKE data, as well. The HC values as a function
of t are presented in Fig. 3. The observed HC(t) depen-
dence is in agreement with the predictions of the random
anisotropy model; in particular, the initial increase may be
due to an increase in the FeCo nanograin size that may
be observed as t changes from 2.5 nm up to 15 nm. For
this thickness, the nanograin size is possibly comparable
with the exchange length, so no further increase of HC is
observed [6]. Diffraction data support this hypothesis: the
samples display a polycrystalline structure and the aver-
age grain size deduced with the Scherrer formula [7] in-
creases with t; in detail, for the sample with t = 50 nm the
average size is about 15 nm, close to the expected FeCo
exchange length, that is about 18.4 nm [6]. For what con-
cerns the saturation magnetization (MS ) value, it changes
slightly (∼ 10/12 %) with t, and does not show an identifi-
able dependence on t (see the inset of Fig. 3). The average
MS value is about 1.4 · 106 A/m, lower than that expected
for FeCo samples [8]. This result is in agreement with the
MS values obtained from the MOKE and SQUID satura-
tion fields detected with H perpendicular to samples sur-
face; indeed, using this configuration, the saturation field
value is equal to MS . Those low MS values are possibly
ascribable to the presence of a disordered crystalline struc-
ture, as evidenced by diffraction measurements. As MS is
nearly independent of t, the small MS values should not be
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Fig. 2. (a) SQUID magnetization loops recorded on 50 nm and
100 nm thick samples; (b) MOKE loops collected in longitudinal
configuration on the 50 nm thick sample showing the ellipticity
and rotation dependence on external field. SQUID and MOKE
data were measured with H parallel to samples surface.

due to oxidation effects. Besides the increase in the satu-
ration field values, measured with the field applied in the
film plane, as t increases, is observed the presence of a
two-component magnetic behaviour. In Fig. 2(b), the rota-
tion and ellipticity dependence on H for the 50 nm thick
sample is shown. The two parameters display a different
dependence on H, and this fact may feature the presence of
a non homogeneous magnetic behavior or of second-order
magneto-optic effects [9]. Indeed, when a magnetically ho-
mogeneous material is considered, rotation and ellipticity
are expected to be proportional to M, so their normalized
dependence on H should overlap. MOKE loops recorded
using the polar configuration show that, for t smaller than
20 nm, the M dependence on external field is linear, as ex-
pected for measurements performed with H aligned with
an hard axis. For t > 20 nm, the loops deviate from linear-
ity and an hysteretic behavior appears.

Finally, the magnetic behavior of the samples was in-
vestigated also with MR measurements. For t < 10 nm, the
MR signal is very weak, and when t = 10 nm a contribu-
tion of about 0.01 % is observed. For t = 20 nm the MR
signal is more detectable, as showed in Fig. 4; in particu-
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Fig. 3. Coercive field dependence on FeCo film thickness, ob-
tained from MOKE loops. The straight line is just a guide to the
eye. In the inset: MS dependence on FeCo thickness, the error
bars are comparable to the size of the markers.

lar, it shows a clear correlation with the H dependence of
the transverse component of M (Fig. 5). The loop shape is
nearly indipendent of t; the My/Ms magnitude is higher in
the sample with t = 2.5 nm and decreases with increasing t.
The MR changes sign as the current-field relative orienta-
tion is changed, suggesting the presence of an anisotropic
response, as expected for a homogeneous ferromagnetic
film. For t = 50 nm, the MR response is nearly isotropic
(Fig. 6); just a small anisotropic contribution is found for
low values of the external field. This term appears in the
same H range where the magnetization loops of this sam-
ple displays the hysteretic behavior, whilst the isotropic
contribution is displayed in the H range where the slow
approach to saturation is observed. This could confirm the
hypothesis that, for t > 20 nm, the FeCo films show a be-
havior that can be ascribed to the presence of two different
magnetic components as seen above in the SQUID mea-
surements. The component that shows an hysteretic be-
havior seems to recall the magnetic properties of the FeCo
films with a smaller thickness. The other one, shows a high
saturation field and is related to the isotropic MR contribu-
tion.

Due to the magnetoelastic properties of FeCo films, to
detect possible contributions to their magnetization prop-
erties ascribable to the presence of growth-induced stress,
we measured the substrate curvature variation induced by
the FeCo film for different values of t. If we look at the sub-
strate from the FeCo film side, for all the samples the effect
of the film deposition is to make the substrate more con-
vex and the change in substrate curvature increases with t.
The observed increase in substrate convexity can be pos-
sibly ascribed to the presence of an intrinsic compressive
stress in the FeCo layers. Indeed, when sputtering deposi-
tion is considered, the deposited film may develop an in-
trinsic stress, that can be compressive due to the atomic
peening process [5]. In this case, as the FeCo magnetostric-
tive constants are positive [10], the presence of an in-plane
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Fig. 4. Magnetoresistance data collected on the 20 nm thick FeCo
sample in two different configurations: current parallel (⋄) and
perpendicular (+) to the magnetic field.
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Fig. 5. Dependence of the transverse component of M (My), nor-
malized to MS , on magnetic filed for different FeCo thickness.

compressive stress may favour the development of an out-
of-plane easy axis of magnetization [11].

To estimate the stress in the plane of the film (σ f ) it is
possible to use the Stoney equation [12]:

σ f =
Es

6(1 − νs)t
t2
s (C −C0)

where t is the film thickness, Es is the Young’s modulus of
the substrate, νs is the Poisson ratio of the substrate, ts is
the substrate thickness, C is the curvature measured after
the film deposition and C0 is the initial curvature. When t
= 10 nm, σ f ∼ – 600 MPa; taking into account the val-
ues of FeCo magnetostrictive constants [10] and the fact
that the films are polycrystalline [11], this corresponds to
an out–of–plane anisotropy constant, Kσ, whose value is
equal to 6.7 ·104 J/m3. If compared to the shape anisotropy
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Fig. 6. Magnetoresistance data collected on the 50 nm thick FeCo
sample: current parallel (⋄) and perpendicular (+) to the magnetic
field.

constant, Ks ∼ – 13 · 105 J/m3, we have that |Ks| > Kσ, so
the shape anisotropy overcomes the magnetoelastic contri-
bution and the samples magnetization preferentially lies in
the plane of the film. As t increases, the change in curva-
ture increases and eventually the Kσ value overcomes the
Ks one. This is in agreement with the results obtained with
magnetic measurements, where as t increases the magnetic
behavior of the samples features a progressive switch of
the out–of–plane direction from a hard to an easy mag-
netization axis. A similar effect, for 100 nm thick films,
was observed in FeCo samples produced by fs-pulsed laser
deposition; in this case, the compressive in–plane stress
was induced thanks to a high substrate temperature dur-
ing deposition and to the different film and substrate lat-
tice thermal expansion coefficients [13]. The fact that, in
our samples, the magnetic and magnetoresistive behaviour
of thicker samples is not homogeneous (see. Fig. 2(b) and
Fig. 6) is possibly due to the fact that, maybe due to the
polycrystallinity of the sample, the stress, and hence the
magnetic behavior, is not uniform all over the samples.

4 Conclusions

In summary, we studied the magnetic properties of FeCo
polycrystalline thin films with a thickness ranging from
2.5 nm up to 100 nm. In the first range (2.5 nm ≤ t ≤ 20
nm) the shape of the films magnetization loops is nearly
squared and the coercivity rapidly increases for t < 15
nm, then it smoothly decreases with t. The magnetoresis-
tance measurements show the presence of an anisotropic
contribution. All those data confirm that the ferromagnetic
films are homogeneous and that the out–of–plane direc-
tion is a hard axis. In the second range (t > 20 nm) the
shape of the films magnetization loops is no more squared,
a large coercivity is still found but remanence decreases
and the saturation field increases. The magnetoresistance
data indicate that the samples show a non–homogeneous
magnetic behavior, as anisotropic MR sources coexist with

isotropic MR sources; in–plane and out–of–plane MOKE
loops support the presence of magnetic inhomogeneities
and confirm that, in this range of t, effects ascribable to
the progressive development of an out-of-plane magnetiza-
tion easy–axis are found. These findings are in agreement
with the measured change in substrate curvature induced
by the FeCo films, that features the presence of a compres-
sive in–plane stress within the films and a positive out–of–
plane anisotropy constant, accordingly. This intrinsic stress
increases with t, and finally becomes comparable to the
shape anisotropy contribution, thus promoting the presence
of an out–of–plane easy axis. Possibly due to the polycrys-
talline structure of the samples, the value of the out–of–
plane anisotropy constant is not uniform throughout the
samples, thus explaining the inhomogeneous magnetic be-
havior displayed by MOKE and MR measurements.

This research work was in part sponsored by MIUR under project
FIRB2010 ‘Tailoring the magnetic anisotropy of nanostructures
for enhancing the magnetic stability of magnetoresistive devices
- NANOREST’
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